BRAMMER STANDARD

RESULFURIZED STEEL

Part Number: BS RESUL-4

Set of 4
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14603 BENFER ROAD - HOUSTON, TX 77069 - USA

ph 281-440-9396 - fx 281-440-4432

0.27" (7 mm £0.7 mm) THICK DISCS

Grade Number C Mn P S Si Cu Ni Cr Mo Al Co N Sn
1 1117 BS 65C 0.150 1.19 0.007 .115 0.24 0.24 .063 .066 .012 (0.002) (0.007) 0.0084 0.02 .002
2 1140 +P BS 52D 0.436 0.97 0.068 088 0.18 0.060 .18 .16 .09 0.028 0.012 0.0025 0.004 002
3 1141 BS 66B 0.418 1.57 0.018 .110 0.02 0.031 .033 .094 .019 0.002 0.005 (0.006) 0.001 .002
4 1215 BS 66K 0.051 0.86 0.062 .322 (0.004) 0.013 .012 .006 .003 0.002 0.005 (0.0074) <0.001 .001

Certificates of

Analysis are supplied for each

certified reference material listed

in the set.




