
Brammer Standard Company, Inc.

Commercially Pure Iron Setting-Up Samples

Estimate of Chemical Analysis, % by mass

                      BS SU CPI A                       BS SU CPI B

C 0.008 0.009 C 
Mn 0.060 0.060 Mn
P 0.005 0.006 P 

S 0.0036 0.0038 S 
Si 0.015 0.016 Si
Cu 0.010 0.009 Cu

Ni 0.020 0.022 Ni
Cr 0.020 0.024 Cr

Mo 0.0015 0.0016 Mo

Al <0.002 <0.002 Al
As 0.002 0.002 As
B <0.0002 <0.0002 B 

Ca (0.0002) (0.0002) Ca
Co 0.0030 0.0031 Co
Mg (<0.0001) (<0.0001) Mg

Nb <0.001 <0.001 Nb
Pb <0.001 <0.0005 Pb
Sb <0.001 <0.002 Sb

Sn 0.0059 0.0052 Sn
Ta (0.002) (0.002) Ta
Ti <0.0005 <0.0005 Ti

V <0.0005 <0.0005 V 
W (0.001) (0.001) W 
Zr (<0.002) (<0.0005) Zr

Fe 99.8 99.8 Fe
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Size: 51 mm x 51 mm x 30 mm thick
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